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Product: Coating system applied according to client’s instruction (variant 17e):

GORI 356 colourless

Antistain Aqua 5200 opaque
Aquatop 2600 opaque

Client: Teknos A/S
Industrivej 19

6580 Vamdrup/ Denmark

Order: Carry out of selected tests of coating materials and coating systems for exterior wood
according to VdL-Guideline 14/ EN 927-2

Test method: VdL-Guideline 14 / EN 927-3/ EN 927-5

Test report: 2713392

Test results:

Head of laboratory

Property Result Requirements
according VdL-GL 14

Natural weathering EN 927-3

(bubble/ cracks/ flaking/ adhesion) 0/0/0/0,7 fulfilled

Water absorption EN 927-5 152 g/m? fulfilled
Blocking — adherence al/al/al fulfilled

damages do/ do/ do
Wet adhesion 1,4 MPa fulfilled
Deformability Cone A fulfilled
Microfoam 2,8 air inclusions/cm fulfilled
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